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LianYunGang Petrochemical CO.,LTD.
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Product Polycarboxylate Superplasticizer Serial Number ( )
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Specification/Grade EPEG-3000 Date Of Production 2024504 2211
PR i ) Kot F
Production Batch Number £240422-4 Date Of Inspection 20245F04 1 22H
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Product Standard Date Of Report
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Manufacturer LianYunGang Petrochemical CO., LTD.
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Inspection Items Unit Quality Indicators Results Testing Methods
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Appearance (Room Temperature) vellow or light pink
solid
HiE (1%7K 57
ol (1A B0 / 8.0~11.0 9.8 GB/T 6368-2008
pH (1% Aqueous Solution)
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Add:No. 30 FuDuiHe Road, XuWei New District, LianYunGang, JiangSu, China




