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LianYunGang Petrochemical CO.,LTD.
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Product Quality Inspection Report ™/ CNAS L18057
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Product Polycarboxylate Superplasticizer Serial Number ( )
polyether
kg pi-5 AF=HI
Specification/Grade HPEG-2400H Date Of Production 2024404 181
PR i ) Kot F1
Production Batch Number H240418-6 Date Of Inspection 202450411 18H
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Product Standard Date Of Report
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Manufacturer LianYunGang Petrochemical CO., LTD.
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Inspection Items Unit Quality Indicators Results Testing Methods
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/ White to Light SR EEEN Visual
Appearance (Room Temperature) Yellow Solid 1sua
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pH (LKA . / 5.5~8.5 7.1 GB/T 6368-2008
pH (1% Aqueous Solution)
- 3 :
P (BAKOHE) mg/g 22.0~25.0 23.1 GB/T 7383-2020
Hydroxyl Value (As KOH)
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e (B g/100g =9.6 10. 3 GB/T 13892-2020
lodine Value (As 12)
*
LR % =93.0 98.5 Q/3207 LPC 500-2023
Double Bonds Retention Rate
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K9y % it sy 20 <0.5 0. 26 GB/T 11275-2007
Water % (m/m)
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Add:No. 30 FuDuiHe Road, XuWei New District, LianYunGang, JiangSu, China




